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Tuff Turf N Co Pty Ltd.  
 
53 Shearson Crescent Mentone, Melbourne, Victoria 3194 

.  

 
.  
 
The following sample(s) was/were submitted and identified on behalf of the clients as : PP4400(NM)   .  

SGS Job No. :  

Date of Sample Received : .  

Testing Period :.  

Test Requested :.  

 
Test Method :.  

Test Results :.  

Conclusion :.  

SHT201015664 - SH .  

14 Sep 2010.  

14 Sep 2010 - 17 Sep 2010 .  

Selected test(s) as requested by client. .  

 
Please refer to next page(s). .  

Please refer to next page(s). .  

When tested as specified, the total Lead content of the submitted samples do not  

exceed the limit of US California Proposition 65. .  

Signed for and on behalf of  

SGS-CSTC Ltd..  

Zhou Yan, Crystal.  

Approved Signatory.  .  .  
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Test Report.  
 
Test Results :.  
 

Test Part Description : .  

Specimen No..  

1.  

2.  

Remarks :  

No. SHATY1013376401  Date: 17 Sep 2010.  Page 2 of 3.  

SGS Sample ID.  

SHA10-133764.001  

SHA10-133764.002  

Description.  

Green plastic strip.  

Dull yellow plastic strip .  

(1) 1 mg/kg = 1 ppm = 0.0001%  

(2) MDL = Method Detection Limit  

(3) ND = Not Detected ( < MDL )  

(4) "-" = Not Regulated  

US California Proposition 65.  

 
Test Method :.With reference to US EPA Method 3052: 1996. Followed by analysis using ICP-OES.  .  

Test Item(s).  

Total Lead (Pb)*.  

Limit.  

50.  

Unit.  

mg/kg.  

MDL  

5  

001.  

ND  

002.  

ND  

Notes :.  

(1)*The maximum permissible limit of Lead is quoted from requirement as stated by Superior Court of  

the State of California - County of Alameda Case No RG-08-400091.  .  
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Test Report.  
 
Sample photo:.  
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SHATY1013376401  

SHA10-133764.001.  

SHATY1013376401  

SHA10-133764.002.  

 

SGS authenticate the photo on original report only .  

 
*** End of Report *** .  
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